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(57) ABSTRACT

A method of manufacturing a lead frame, comprising the
steps of: providing an electrically-conductive base material
having first and second planar sides; forming a patterned
conductive layer on the first planar side of the base material;
etching the second planar side of the base material at portions
with respect to exposed portions on the first planar side of the
base material comprising the patterned conductive layer, to
form partially-etched portions on the second planar side of
the base material; providing a non-conductive filling material
over the second planar side of the base material, wherein the
filling material fills spaces inside the partially-etched portions
onthe second planar side ofthe base material to form adjacent
portions of the filling material and a plurality of conductive
portions on the second planar side of the base material; and
etching the exposed portions of the first planar side of the base
material comprising the patterned conductive layer to form
partially-etched portions on the first planar side of the base
material that combine with the partially-etched portions on
the second planar side of the base material to thereby form a
plurality of separate conductive regions on the first planar
side of the base material, each conductive region being elec-
trically conductive with at least a respective one of the plu-
rality of conductive portions on the second planar side of the
base material.

10 Claims, 7 Drawing Sheets
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1
LEAD FRAME AND A METHOD OF
MANUFACTURING THEREOF

TECHNICAL FIELD OF THE INVENTION

This invention relates to a lead frame and a method of
fabricating the lead frame that is particularly, but not exclu-
sively, for supporting semiconductor dies during semicon-
ductor packaging.

BACKGROUND OF THE INVENTION

Lead frames are typically used during semiconductor
packaging to serve as an electrical interconnect between
semiconductor dies of semiconductor packages and external
circuitries. Lead frames are also commonly used in the fab-
rication of semiconductor packages because they provide an
efficient form of heat dissipation. Semiconductor packaging
first involves dicing a semiconductor wafer to separate semi-
conductor dies on the semiconductor wafer. After dicing of
the semiconductor wafer has been completed, the semicon-
ductor dies are then individually attached to respective die
pads of the lead frame via die bonding, and thereafter, elec-
trical connections are formed between each semiconductor
die and the respective leads of the lead frame via wire bonding
using fine wires. Subsequently, the lead frame is encased
within a mold to encapsulate each of the semiconductor dies
with an encapsulant (e.g. epoxy resin) by injection molding or
compression molding.

With the dual impact of increasing miniaturisation and
processing capability among modern day electronic pack-
ages, there is now an ever-greater demand for semiconductor
packaging processes and/or tools to achieve a higher density
of electrical connections between semiconductor dies and
lead frames compared with conventional methods and
devices, in order to reduce the form factor or size of electronic
packages. This has resulted in the introduction of new semi-
conductor package structures and methods of fabrication
thereof in the back-end semiconductor industry.

For instance, US 2011/0267789 proposes a semiconductor
package structure and a method of fabrication thereof, which
is illustrated in FIGS. 1a to 1d. FIG. 1a shows a first metal
layer 120 and a second metal layer 130 that are formed on a
conductive carrier 110 by electrolytic plating. Specifically, it
can be seen from FIG. 14 that the first metal layer 120 forms
aplurality oflead pads 121 and a die-attach pad 122, while the
second metal layer 130 forms a plurality of bond pads 131 and
die-attach barriers 132. FIG. 15 shows that whilst the first and
second metal layers 120, 130 are being supported on the
conductive carrier 110, a semiconductor die 160 is bonded to
the die-attach pad 122 and electrical interconnections are
formed between the semiconductor die 160 and the bond pads
131. The first and second metal layers 120, 130 and the
semiconductor die 160 are then encapsulated by an encapsu-
lation layer 170 as shown in FIG. 1¢, and the conductive
carrier 110 is thereafter removed from the semiconductor
package structure as shown in FIG. 1d.

By providing the conductive carrier 110 to support the first
and second metal layers 120, 130, the separation between the
bond pads 131 and the die-attach barriers 132 may be reduced
to increase the density of electrical interconnections between
the semiconductor die 160 and the bond pads 131. However,
one limitation of the approach used in US 2011/0267789 is
the need to remove the conductive carrier 110 by chemical
etching after the encapsulation layer 170 has been formed.
Accordingly, the step of removing the conductive carrier 110
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2

presents an additional process in the fabrication that may
increase the complexity and costs of fabricating the semicon-
ductor package structure.

Thus, it is an object of the present invention to seek to
propose a lead frame as well as a method of fabrication
thereof that at least ameliorates the limitation of US 2011/
0267789 as described, and to provide the general public with
a useful choice.

SUMMARY OF THE INVENTION

A first aspect of the invention is a method of manufacturing
a lead frame, the method comprising the steps of: providing
an electrically-conductive base material having first and sec-
ond planar sides; forming a patterned conductive layer on the
first planar side of the base material; etching the second planar
side of the base material at portions with respect to exposed
portions on the first planar side of the base material compris-
ing the patterned conductive layer, to form partially-etched
portions on the second planar side of the base material; pro-
viding a non-conductive filling material over the second pla-
nar side of the base material, wherein the filling material fills
spaces inside the partially-etched portions on the second pla-
nar side of the base material to form adjacent portions of the
filling material and a plurality of conductive portions on the
second planar side of the base material; and etching the
exposed portions of the first planar side of the base material
comprising the patterned conductive layer to form partially-
etched portions on the first planar side of the base material
that combine with the partially-etched portions on the second
planar side of the base material to thereby form a plurality of
separate conductive regions on the first planar side ofthe base
material, each conductive region being electrically conduc-
tive with at least a respective one of the plurality of conductive
portions on the second planar side of the base material.

In this way, the patterned conductive layer on the first
planar side of the base material could serve as a mask for the
later step of etching the exposed portions of the first planar
side of the base material to form the partially-etched portions
thereon, and therefore, a separate photoresist mask would not
be required.

Some preferred but optional features/steps of the invention
according to its first aspect are defined in the dependent
claims. For example, the invention may include the further
step of plating the conductive portions on the second planar
side of the base material. In particular, such a step may be
performed after the filling material is filled inside the par-
tially-etched portions on the second planar side of the base
material. In this way, the filling material inside the partially-
etched portions serves as a mask for plating the conductive
portions on the second planar side of the base material and,
therefore, the use of a separate photoresist mask would not be
required.

A second aspect of the invention is a semiconductor pack-
age fabricated using a lead frame manufactured as defined
above.

BRIEF DESCRIPTION OF THE DRAWINGS

Preferred embodiments of the invention will be described,
with reference to the accompanying drawings, of which:

FIGS. 1a to 1d show the steps of a known method of
fabricating a semiconductor package structure;

FIG. 2a shows a planar side of the lead frame onto which a
semiconductor die is bonded according to a preferred
embodiment of the invention, while FIG. 25 shows a cross-
sectional view of the lead frame;
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FIGS. 3a-3e show the steps of fabricating the lead frame of
FIGS. 2a and 2b according to a first embodiment of the
invention;

FIGS. 4a-4f show the steps of fabricating the lead frame of
FIGS. 2a and 24 according to a second embodiment of the
invention;

FIGS. 5a-5¢ show the steps of fabricating the lead frame of
FIGS. 2a and 24 according to a third embodiment of the
invention; and

FIGS. 6a-6¢ show the steps of fabricating a final semicon-
ductor package structure using the lead frame of FIGS. 2a and
2b.

DETAILED DESCRIPTION OF THE PREFERRED
EMBODIMENTS

FIG. 2a shows a region on a planar side of a lead frame onto
which semiconductor dies are bonded according to a pre-
ferred embodiment of the invention, whereas FIG. 25 shows
a cross-sectional view of the region on the lead frame.

In particular, the region on the planar side of the lead frame
as shown in FIG. 2a defines leads 206 and a die-attach pad
208. The leads 206 are arranged in inner and outer rings to
increase the density of electrical interconnections within the
lead frame, and are electrically insulated from the die-attach
pad 208 via a non-conductive filling compound 306 to form a
plurality of separate conductive regions on the planar side of
the lead frame. After a semiconductor die is bonded to the
die-attach pad 208, bonding wires are used to form electrical
interconnections between the semiconductor die and the
leads 206 of the die-attach region 204. It can be seen from the
leads 206 of the die-attach region 204 includes a fine pitch
configuration, wherein the pitch distance between adjacent
leads 206 measures about 90 microns. The conductive regions
are operative to electrically connect the semiconductor die to
corresponding conductive pads on a printed circuit board
(PCB).

FIG. 2b shows a cross-sectional view of the region of the
lead frame. It can be seen that the plurality of conductive
regions comprising the leads 206 and the die-attach pad 208
each has a larger surface area than its corresponding conduc-
tive contact 209 on an opposite planar side of the lead frame.
Such a configuration provides strong mechanical interlocking
which improves the pull strength of the leads 206 and the
die-attach pad 208, and properly secures the leads 206 and the
die-attach pad 208 inside an encapsulation mold when the
final semiconductor package has been formed.

Advantageously, the overall package reliability of a final
semiconductor package can be improved.

FIGS. 3a-3e show the steps of fabricating the lead frame
according to a first embodiment of the invention.

First, an electrically-conductive base material 300 having
first and second planar sides 300a, 3006 is provided as shown
in FIG. 3a. The conductive base material 300 is a copper alloy
having a thickness of about 4 to 20 mils (i.e. about 0.1 mm to
0.5 mm). It should, however, be appreciated that the base
material 300 may also comprise other types of metallic alloy
so long as they are electrically conductive.

Next, photoresist layers 305a, 3055 are coated on the first
and second planar sides 3004, 3005 respectively. Specifically,
the photoresist layers 305a, 3055 comprise openings 307a,
3075 on the first and second planar sides 300a, 3005 of the
base material 300 at positions corresponding to the patterned
conductive layer 204 and the conductive contacts 209 of the
lead frame respectively. Each of the photoresist layers 305a,
3056 may be formed by first coating uniform photoresist
layers on the first and second planar sides 300a, 3005 by
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lamination, screen-printing or spin-coating. Thereafter,
required images corresponding to the patterned conductive
layer 204 and the conductive contacts 209 are imprinted on
the uniform photoresist layers using UV radiation, so as to
remove portions of the uniform photoresist layers corre-
sponding to the patterned conductive layer 204 and the con-
ductive contacts 209 to form suitable photoresist masks.

Through electrolytic plating, the patterned conductive
layer 204 and the conductive contacts 209 are thereby formed
in the openings 307a, 3075 of the photoresist layers 305a,
3055 on the first and second planar side 300a, 3005 of the
conductive base material 300, as shown in FIG. 3b. The
photoresist layers 305a, 3055 are then removed from the base
material 300. Removal of the photoresist layers 305a, 3055
may be accomplished by way of aqueous dissolution in an
alkaline solution. The patterned conductive layer 204 and the
conductive contacts may comprise any conductive material
that is suitable for wire bonding and soldering. Examples of
suitable conductive materials include Silver (Ag), Nickel-
Palladium-Gold (Ni—Pd—Au) alloy, and Nickel-Silver
alloy (Ni—Ag).

It should be noted that besides electrolytic plating, the
patterned conductive layer 204 and the conductive contacts
209 may also be formed by printing a conductive material,
such as copper paste or copper ink, directly on the desired
portions of the first and second planar sides 3004, 3005 of the
base material 300, followed by a curing or sintering process to
allow the conductive material to solidify.

Subsequently, the exposed portions of the second planar
side 3005 of the base material 300 comprising the conductive
contacts 209 are etched through using an etching solution,
such as cupric chloride, ferric chloride, or an ammonia-based
alkaline, to form partially-etched portions 309 on the second
planar side 3005 of the base material 300, as shown in FIG.
3c. It should be noted that the exposed portions of the second
planar side 3005 of the base material 300 also correspond to
the exposed portions of the first planar side 3005 of the base
material 300 comprising the patterned conductive layer 204.

Specifically, the etching depth of the second planar side
3005 of the base material 300 is controlled at more than 60%
of the base material thickness to form the partially-etched
portions 309 which are generally dome-shaped. Such an
etched depth of the partially-etched portions 309 enhances
structural support of the base material 300 because a suffi-
ciently large volume of the non-conductive filling compound
306 can be filled therein. Likewise, the dome-shaped of the
partially-etched portions 309 also enhances structural support
of the base material 300 when the conductive filling com-
pound 307 is introduced therein.

Thereafter, the non-conductive filling compound 306 is
provided over the second planar side 3005 of the base material
300 such that the filling compound 306 fills the spaces inside
the partially-etched portions 309 to form adjacent portions of
the filling material 306 and the conductive contacts 209 onthe
second planar side 3005 of the base material 300, as shown in
FIG. 3d. For compatibility with downstream processes, the
filling compound 306 is preferably a thermoset type of plastic
molding compound that is commonly used in the semicon-
ductor packaging industry. However, the filling compound
306 may comprise any material (e.g. an epoxy molding com-
pound) so long as it is not electrically conductive.

The step of providing the filling compound 306 over the
second planar side 3005 of the base material 300 may involve
allowing the filling compound 306 to overflow from the par-
tially-etched portions 309, whereby a thickness of the filling
compound 306 that overflows from the partially-etched por-
tions 309 is about 4 mils (about 0.1 mm). However, it should
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be appreciated that the filling compound 306 may also over-
flow from the partially-etched portions 309 by any predeter-
mined thickness. Deflashing of the filling compound 306 by
either chemical deflashing or mechanical deflashing (e.g.
grinding) is then carried out to remove the excess filling
compound 306, such that the conductive contacts 209 are
exposed from the second planar side 3005 of the base material
300 as shown in FIG. 3d.

Subsequently, the exposed portions of the first planar side
300q of the base material 300 comprising the patterned con-
ductive layer 204 are etched through using an etching solu-
tion, such as cupric chloride, ferric chloride, or an ammonia-
based alkaline, to form partially-etched portions 311 that are
generally dome-shaped on the first planar side 300a of the
base material 300, as shown in FIG. 3e. In particular, the
partially-etched portions 311 on the first planar side 300a of
the base material 300 combine with the respective partially-
etched portions 309 on the second planar side 3005 of the base
material 300, to form a plurality of separate conductive
regions on the first planar side 3004 of the base material 300
which define the leads 206 and the die-attach pads 208. Spe-
cifically, each conductive region is electrically conductive
with at least a respective one of the conductive contacts 209
on the second planar side 3005 of the base material 300.
Thereafter the fabrication of the lead frame is completed.

It should be noted that the patterned conductive layer 204
on the first planar side 300q of the base material 300 serves as
amask for etching the exposed portions of the first planar side
300a of the base material 300 to form the partially-etched
portions 309 thereon, and therefore, a separate photoresist
mask would not be required. FIGS. 4a-4f show the steps of
fabricating the lead frame according to a second embodiment
of the invention.

Like the fabrication of the lead frame according to the first
embodiment of the invention, the electrically-conductive
base material 300 having the first and second planar sides
300a, 3005 is first provided, before the photoresist layers
305a, 305¢ are coated on the first and second planar sides
300a, 3005 of the base material 300 respectively.

In contrast to the method of fabricating the lead frame
according to the first embodiment of the invention, however,
a masking layer 401 is provided over the second planar side
3005 of the base material 300 for protection (see FIG. 4b),
before the patterned conductive layer 204 is formed on the
first planar side 300a of the base material 300. The masking
material 401 may be a tape or any other suitable non-conduc-
tive protective material. By providing the masking layer 401
over the second planar 3005 of the base material 300, only the
patterned conductive layer 204 is formed on the first planar
side 300a of the base material 300. The conductive contacts
209 are, however, not formed on the second planar side 30056
of the base material 300.

After the patterned conductive layer 204 has been formed
on the first planar side 300a of the base material 300, the
masking layer 401 is then removed (see FIG. 4c¢). Subse-
quently, the exposed portions of the second planar side 3005
of the base material 300 comprising the photoresist layer
305¢ are etched through to form the partially-etched portions
309 before the photoresist layer 305¢ on the second planar
side 3005 of the base material 300 is removed (see FIG. 44).

Thereafter, the non-conductive filling compound 306 is
provided over the second planar side 3005 of the base material
300 such that the filling compound 306 fills the spaces inside
the partially-etched portions 309 (see FIG. 4¢). Subsequently,
the exposed portions of the first planar side 300a of the base
material 300 comprising the patterned conductive layer 204
are etched through to form the partially-etched portions 311
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on the first planar side 300a of the base material 300 (see FIG.
4f). Similarly, the partially-etched portions 311 on the first
planar side 300qa of the base material 300 combine with the
respective partially-etched portions 309 on the second planar
side 30056 of the base material 300, to form a plurality of
separate conductive regions on the first planar side 300a of the
base material 300 which define the leads 206 and the die-
attach pads 208. Specifically, each conductive region is elec-
trically conductive with at least a respective one of the con-
ductive contacts 209 on the second planar side 3005 of the
base material 300. Finally, the second planar side 3004 of the
base material 300 is plated (not shown) to form the conductive
contacts 209 and the fabrication of the lead frame is com-
pleted. In particular, the filling material inside the partially-
etched portions 309 on the second planar side 30056 of the base
material 300 serves as a mask for plating the conductive
portions 209 on the second planar side of the base material
300, and therefore, a separate photoresist mask would not be
required.

It should be appreciated that the filling material 306 on the
second planar side 3005 of the base material 300 can act as a
photoresist layer for plating the second planar side 300a of the
base material 300 to form the conductive contacts 209. It
should also be appreciated that similar processes of the first
embodiment of the invention as described above also apply to
the second embodiment of the invention.

FIGS. 5a-5¢ show the steps of fabricating the lead frame
according to a third embodiment of the invention.

Similarly, the electrically-conductive base material 300
having the first and second planar sides 300qa, 3005 is first
provided, before the photoresist layers 305a, 3054 are coated
on the first and second planar sides 300a, 3005 of the base
material 300 respectively (see FIG. 5a).

In contrast to the method of fabricating the lead frame
according to the first and second embodiments of the inven-
tion, however, the photoresist layer 3054 on the second planar
side 3005 of the base material 300 is a uniform layer of
photoresist layer.

After the patterned conductive layer 204 has been formed
on the first planar side 300a of the base material 300, the
photoresist layer 305¢ on the second planar side 3005 of the
base material 300 is subject to UV radiation to form the
photoresist layer 305¢ (see FIG. 5b). Subsequently, the
exposed portions of the second planar side 3005 of the base
material 300 comprising the photoresist layer 305¢ are etched
through to form the partially-etched portions 309 before the
photoresist layer 305¢ on the second planar side 3005 of the
base material 300 is removed (see FIG. 5¢).

Thereafter, the non-conductive filling compound 306 is
provided over the second planar side 3005 of the base material
300 such that the filling compound 306 fills the spaces inside
the partially-etched portions 309 (see FIG. 5d). Subsequently,
the exposed portions of the first planar side 300a of the base
material 300 comprising the patterned conductive layer 204
are etched through to form the partially-etched portions 311
on the first planar side 300a of the base material 300 (see FIG.
5e). Similarly, the partially-etched portions 311 on the first
planar side 300qa of the base material 300 combine with the
respective partially-etched portions 309 on the second planar
side 30056 of the base material 300, to form a plurality of
separate conductive regions on the first planar side 300a of the
base material 300 which define the leads 206 and the die-
attach pads 208. Specifically, each conductive region is elec-
trically conductive with at least a respective one of the con-
ductive contacts 209 on the second planar side 3005 of the
base material 300. Finally, the second planar side 3004 of the
base material 300 is plated (not shown) to form the conductive
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contacts 209 and the fabrication of the lead frame is com-
pleted. Again, it should be appreciated that the filling material
306 on the second planar side 3005 of the base material 300
can actas a photoresist layer for plating the second planar side
300aq of the base material 300 to form the conductive contacts
209. It should also be appreciated that similar processes of the
first embodiment of the invention as described above also
apply to the third embodiment of the invention.

FIGS. 6a-6¢ show the steps of fabricating the final semi-

conductor package structure using the lead frame. Specifi- 1

cally, FIG. 4a shows a semiconductor die 400 attached to the
die-attach pad 208 via die bonding. Electrical connections are
also formed between the semiconductor die 400 and the
respective leads 206 of the lead frame via wire bonding using
bonding wires 403. FIG. 65 shows the semiconductor die 400
being encapsulated by an encapsulant 405 (e.g. an epoxy
molding compound), preferably by injection molding or
compression molding, to form a final semiconductor package
structure 402. Finally, FIG. 6¢ shows the final semiconductor
package structure 402 being separated from the lead frame,
preferably by a singulation process.

Having fully described the invention, it should be apparent
to one of ordinary skill in the art that many modifications can
be made without departing from the scope as claimed. For
instance, it should be appreciated that the lead frame com-
prises regions onto which semiconductor dies are respec-
tively bonded thereto. These regions may be in arranged in
multiple arrays, each array comprising multiple rows and
columns of individual regions onto which individual semi-
conductor dies (not shown) are bonded thereto.

The invention claimed is:
1. A method of manufacturing a lead frame, the method
comprising the steps of:

providing an electrically-conductive base material having
first and second planar sides;

forming a patterned conductive layer on the first planar side
of the base material,;

etching the second planar side of the base material at por-
tions with respect to exposed portions on the first planar
side of the base material comprising the patterned con-
ductive layer, to form partially-etched portions on the
second planar side of the base material;

providing a non-conductive filling material over the second
planar side of the base material, wherein the filling mate-
rial fills spaces inside the partially-etched portions on
the second planar side of the base material to form adja-
cent portions of the filling material and a plurality of
conductive portions on the second planar side ofthe base
material;

after the step of providing a non-conductive filing material
over the second planar side of the base material, etching
the exposed portions of the first planar side of the base
material comprising the patterned conductive layer to
form partially-etched portions on the first planar side of
the base material that combine with the partially-etched
portions on the second planar side of the base material to
thereby form a plurality of separate conductive regions
on the first planar side of the base material, each con-
ductive region being electrically conductive with at least
a respective one of the plurality of conductive portions
on the second planar side of the base material, and
wherein the step of etching the second planar side of the
base material comprises etching a depth which is more
than 60% of the thickness of the base material to form
the partially-etched portions on the second planar side of
the base material;
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after the etching of the exposed portions of the first planar
side, plating the plurality of conductive portions on the
second planar side of the base material.

2. A method of manufacturing a lead frame, the method
comprising the steps of:

providing an electrically-conductive base material having

first and second planar sides;

forming a patterned conductive layer on the first planar side

of the base material;

etching the second planar side of the base material at por-

tions with respect to exposed portions on the first planar
side of the base material comprising the patterned con-
ductive layer, to form partially-etched portions on the
second planar side of the base material;

providing a non-conductive filling material over the second

planar side of the base material, wherein the filling mate-
rial fills spaces inside the partially-etched portions on
the second planar side of the base material to form adja-
cent portions of the filling material and a plurality of
conductive portions on the second planar side ofthe base
material; and

after the step of providing a non-conductive filing material

over the second planar side of the base material, etching
the exposed portions of the first planar side of the base
material comprising the patterned conductive layer to
form partially-etched portions on the first planar side of
the base material that combine with the partially-etched
portions on the second planar side of the base material to
thereby form a plurality of separate conductive regions
on the first planar side of the base material, each con-
ductive region being electrically conductive with at least
a respective one of the plurality of conductive portions
on the second planar side of the base material;

wherein the step of etching the second planar side of the

base material comprises etching a depth which is more
than 60% of the thickness of the base material to form
the partially-etched portions on the second planar side of
the base material.

3. The method of claim 2, wherein the step of forming the
patterned conductive layer on the first planar side of the base
material involves the use of a photoresist mask.

4. The method of claim 2, wherein the step of forming the
patterned conductive layer on the first planar side of the base
material involves electrolytic plating.

5. The method of claim 2, wherein the plurality of conduc-
tive regions on the first planar side of the base material have a
larger surface area than the plurality of conductive portions on
the second planar side of the base material.

6. The method of claim 5, wherein the steps of etching the
first and second planar sides of the base material include
forming the partially-etched portions on the first and second
planar sides of the base material which are generally dome-
shaped.

7. The method of claim 2, further comprising the step of
plating the plurality of conductive portions on the second
planar side of the base material.

8. The method of claim 7, wherein the step of plating the
plurality of conductive portions on the second planar side of
the base material, is performed after the step of etching the
exposed portions of the first planar side of the base material.

9. The method of claim 7, wherein the step of plating the
plurality of conductive portions on the second planar side of
the base material is performed after the step of filling the
filling material inside the partially-etched portions on the
second planar side of the base material, so that the filling



US 9,202,712 B2
9

material inside the partially-etched portions serves as a mask
for plating the conductive portions on the second planar side
of the base material.

10. The method of claim 7, wherein the step of plating the
conductive portions on the second planar side of the base 5
material is performed before the step of etching the second
planar side of the base material to form the partially-etched
portions on the second planar side of the base material.
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